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MATERIALS / 
PRODUCTS TESTED 

TESTS / PROPERTIES 
STANDARD METHODS /  

TECHNIQUES / EQUIPMENT 

     
A Metals, Metal      
 Products & Welds 2.  Tension Test at Elevated  • ASTM E21-20 
   Temperature (150°C)  
     
  3.  Tension and Proof Load  • ASTM F606/F606M-21 
   Test on Fastener • *ASTM A194/A194M-20a 
    • *ASTM A193/A193M-20 
    • *ASTM A962/A962M-19  
    • ISO 898-1:2013  
    • ISO 898-2:2012 
     
  4.  Through
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MATERIALS / 
PRODUCTS TESTED 

TESTS / PROPERTIES 
STANDARD METHODS /  

TECHNIQUES / EQUIPMENT 

     
A Metals, Metal  15.  Shear Strength • ASTM A264-12(2019) 
 Products & Welds   • ASTM A265-12(2019) 
     
   Metallography  
  16.  Vickers Hardness Test • ASTM A370-21 
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MATERIALS / 
PRODUCTS TESTED 

TESTS / PROPERTIES 
STANDARD METHODS /  

TECHNIQUES / EQUIPMENT 

MATERIALS / 
PRODUCTS TESTED 

TESTS / PROPERTIES 
STANDARD METHODS /  

TECHNIQUES / EQUIPMENT 

      
A Metals, Metal  31.  Detecting Susceptibility to  • ASTM G28-02(2015) Method A 
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* Product Specification 
 

Approved Signatories 

S/N Name  Scope 

1. Mr Aldrin C. Quijada - For all accredited tests.  

2, Mr Rory L. Dapitan - For all accredited tests. 

3. Mr Ramesh Sellapan - For all accredited tests except tests 20 to 25 and 32 to 40.  

4. Ms Khin Ohnmar Aung - For accredited tests 32 to 40 only (i.e. coating tests). 

5. Dr Basab Bhattacharya  - For all accredited tests. 

6. Mr Kingsley Leong   -  For accredited test no. 1, 3-10, 13, 16-22 & 24-25 only 

    

 
 
Note :  
 
This laboratory is accredited in accordance with the recognised International Standard ISO/IEC 17025. A 
laboratory's fulfilment of the requirements of ISO/IEC 17025 means the laboratory meets both the technical 
competence requirements and management system requirements that are necessary for it to consistently 
deliver technically valid test results.  The managemET
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