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FIELD OF TESTING: Civil Engineering Testing    

    
 

MATERIALS / 
PRODUCTS TESTED 

TESTS / PROPERTIES 
STANDARD METHODS / 

TECHNIQUES / EQUIPMENT 
SIGNATORY 

      
A SOIL 1.  Percentage of Fines Passing  BS 1377-2:2022 Section 10 SW, MAT 
   0.063 mm Sieve BS EN ISO 17892-4:2016  

(Section 5.2) 
 

      
  2.  Liquid limit & Plasticity Index  BS 1377-2:2022 Section 5 and 6 SW, MAT 
    ASTM D4318-17e1  
    BS EN ISO 17892-12:2018+A1: 

2021 
 

      
  3.  Dry Density/Moisture  BS 1377-4:1990 (Clause 3) SW, MAT 
   Content relationship   
        
  4.  Sieve Analysis  BS 1377-
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